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Chromium plating reduced the endurance limits of both normalized and hardened 

(quenched and tempered) SAE X4130 steels; the reduction was larger for the harden ed steel. 

The endurance limits for steel of a given hardness decreased with increased plating bath 

temperatures. Baking of the plated steel, at temperatures up to 3500 C, reduced the 

endurance limit; baking at 440 0 C increased the endurance limit of the p lated steel. How

ever (for hardened steel) baking did not restore the endurance limi t to that of the unplated 

steel. Damaging effects of chromium on the endurance limits of plated teel are attributed 

to stresses in the chromium and/or steel, which are increased by low temperature baking 

but are relieved in part by baking at 400 0 to 440 0 C. 

1. Introduction 
During the period of 1930 to 1936 the Bureau 

of Aeronautics, Navy Department, submitted for 
examination a number of chromium-plated hol
low-steel airplane propeller blades that had failed 
by fatigu e in service. Preliminary fatigue tests 
in the laboratory confirmed conclusions, based on 
the examination of the propeller failures, that the 
endurance limit of the steel was materially 
reduced by chromium plating. In addition to the 
plating of propeller blades and other parts for pro
tective purposes, manufacturers and maintenance 
shops were exploring the possibilities of reclaim
ing by chromium pJating worn and undersize 
parts. These considerations prompted the Bureau 
of Aeronautics to support an extensive investiga
tion conducted by the National Bureau of Stand
ards on the effect of chl"omium plating on the 
endurance limits of steels used in aircraft . 

Two steels designated SAE X4130 and 6130 
were used in the investigation. However , most 
of the tests were made on X4130 steel , heat 
treated to a hardness of about Rockwell 40-C , 
with an ul timate tensile strength of approximately 
180,0001b/in.2 

The first phase of this study provided for the 
determination of the effects of chromium as 
plated, on the endurance limi t of the steels . 'The 
variables studied were: (1) plate thickness, (2) 

Endurance Limit of Chromium Plated Steel 

hardness of the steels plated , (3) Cllrrent densi ties 
and temperatures of the plating baths, (4) surface 
grinding of the chromium after plating, and (5) 
interruptions of the plating process. 

A second phase of the investigation was a sys
tematic study of the effect of heating on the 
endurance limit of specimens of chromium-plated 
X4130 steel. If the decrease in the endurance 
limit of the plated steel is attributable to the large 
quantities of hydrogen evolved at the cathode 
during the process of chromium plating, then it 
appears that the endurance limit may be increased 
by the removal of hydrogen by heating. How
ever , Swanger and France [1]1 found that heating 
the specimens for 5 hours at 350° F (182° C) 
reduced the endmance limit of the plated steel to 
about 70 percent of that of the plated but unheated 
material. Wiegand and Scheinost [2] also re
ported that heating of clu."omium plated steel at 
250 0 C decreased its endurance limit. Other 
workers have spot checked the effect on the en
durance limit of heating chTomium-plated steel. 
However, no systematic study of the effect of 
heating had been made . 

A theory has been developed to explain, at least 
in part, the effects of chromium plating on the 
endurance limit of the steels studied. 

I Figures in brackets indicate the literature references at t he end of this 
pa per . 
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Publication of this material, including data cir
culated during wartime in r eports [3] that at that 
t ime were restricted but have since b een declas
sified , has been approved by the Bureau of Aero
nautics, sponsor of the investigation. 

II. Materials 

The materials, from which the specimens for 
this investigation were machined , consisted of 
three lots of SAE X4130 rod and one lot of 6130 
rod. The compositions of th ese steels, as de
termined by ch emical and spectrochemical analy
ses, are shown in table 1. 

T ABLE l. Composition of steels 

SAE X4130 Steel 
Element 

Lot A Lot D Lot C 
---

Percent Percent Percent 
Carboll ____________________ 0. 35 0.29 0. 33 
Manganese ________________ . 53 . 47 .55 
P hosphorus ________________ .01 .02 .03 
Sulfur __ ._ .. _____ . _. ___ . __ _ . .02 .02 . 01 
Silicon ______ . __ .. ___ ._._. __ .21 .25 . 24 
Chromium _________________ .95 . 96 1. 05 
Molybdenum ______________ .19 . 24 0.20 
Vanadium _____ _________ . __ <I) <') <') 
NickeL __ . ________ . ___ ._. __ <') .15 .17 

1 Not determined. 

SAE 
6130 
Steel 

---
Percent 

0.30 
.61 
.03 
. 04 
.25 

1. 01 
<') 

0.22 
(1) 

Lot A of the X41 30 steel was supplied by th e 
Naval Aircraft Factory in two h eat-treated con
ditions, normalized to Rockwell hardness number 
B- S9 , and quen ch ed and tempered to Rockwell 
C- 39. The 6130 steel was also supplied by the 
Naval Aircraft Factory but only in the quench ed 
and tempered condition, Rockwell C- 33. The 
other lots of X4130 rod were heat-tr eated at th e 
National Bureau of Standards ; they were quenched 
in oil from 1,575 0 to 1,600° F and subsequen tly 
temp ered to approximately Rockwell C- 40. 

Typical microstructures of transverse sections 
of the steels are shown in figure 1. A longitudinal 
section of the normalized X4130 steel (not illus
b'ated) showed definite indications of banding and 
segregation, which ar e not unusual for this type 
of steel. 

III. Specimens and Test Methods 

1. Preparation and Testing of Specimens 

Specimens for th e fatigue tests were of the usual 
" R. R . Moore type" [4] with nominal diameter s 
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F I GURE l. T ypical microstructU1'es of transverse sections 
of steels investigated 

A, normalized X413C steel, xlOO; D, Quenched and tempered X4130 
steel, x500; C, quenched and tempered 6130 steel, x500. All etcbed 
1 percent NitaJ. 

of 0.30 in. in most cases; however , 0.25-in.-diam
eter specimens were used in some instances. 
Computation of the stresses in th e outer fibers of 
the specimens, and hen ce th e enduran ce limits, 
were based on the diameters of th e specimens 
prior to plating. Diameters of all specimens 
machined at this Bureau were determined, b efore 
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TABLE 2. Details of preparat-ion of specimens used in the investigation 

Specim ens Specimens Temper- Plat ill g SAE Steel Rockwell aLure of Nomin al thickness of 
No. lot Heat treatment hardness prepared chromi um plating current plaLing for l)lating by 1 plated by ba t h density 

0 C. amp/sQ . ft . in. 
X4130 A - -- ---------- -- -- -- ----- ----- 89-B NAP ________ ____ NAl·' ____ ____ ____ 55 200 0.0001; 0.001 ; 0.00'1; 0.009' 
X4130 A --- --- -- - --- - - -- --- ---------- 89- B ____ _ do ______ _____ ____ Ao ___ ________ 70 1, 000 0.0001; 0.001; 0.004; 0.009 ' 
X4130 A - -. -- -. - - - - - - -- - - - - -- ------ -- 39- C _____ do ___________ ____ _ do ___________ 55 200 0.0001; 0.00 1; 0.004 ; 0.009 ' 
X4130 A - - .- -- ----. -. -- - . -. --- -- - ---- 39- C _____ do ___________ _ _ _ _ _ do ____ _______ 70 1, 000 0.0001; 0.001 ; 0.004; 0.009 ' 

6L30 - ----- ----- -- --------_.- - ---- 33-C _____ do ________ __ _ _ _ ___ do ______ _____ 55 200 0.0001; 0.001; 0.004; 0.009 ' 
6130 ------ -- -- ------ --- -- --- ----- 33- C _____ do ___________ __ __ _ do ___________ 70 1,000 0.0001 ; 0.001 ; 0.004; 0.009 ' 

X4130 B 
Oil quenched from 1,575 to ! 

40-C N B S ____________ ____ _ do _________ __ 70 1,000 0.009 
X4130 C 

1,6000 F . drawn at 900 to 
40-C _____ do ___________ NBS ____ ____ ____ 70 1, 000 0.009. 

X4130 C 
9250 F. 

40-C _____ <10 ___________ _ _ _ _ _ do _____ ______ 55 350 0.001' 0.005; 0.010; 0.017. 
X4130 C 40- C _____ do ___________ _____ do _. _________ 85 700 0.010. 

1 Includes heat treating, m acbining, a nd usually polishing. 
, Two groups oC specimeus had been pla ted to a t hickness oC about 0.008 in. One DC these groups was stated to have been plated to a thickness of O.OLO in. 

with about 0.001 in. oC plate subseqnently remol·ed by grinding. 

and after plating, wi th a dial gage comparator 
reading to 0.0001 in. 

Prior to the fmal polishing, the specimens pre
pared at this Bureau 'were ground with a Nor ton 
"38" alundum wheel. Subsequently these grind
ing marks were removed with metallographic 
polishing papers by one of the following methods: 
(a) circumferential polishing of specimens in a 
lathe for fixed periods, determined by experimen t 
to be sufficient to remove grinding marks or marks 
of coarser papers previously used (papers used 
were Beli'-Manning emery 1, Aloxite 400, Behr
Manning emery 1/0 and 2/0); or (b) longitudinal 
polishing of specimens using Aloxite 400 paper 
followed by the Behr-Manning emery 1/0 polishing 
paper in the form of belts mounted on a rubber
backed wheel. In some in tances commercially 
available coarse and m edium emery-impregnated 
rubber wheels were used in place of the abrasive 
paper belts. 

A few of the mechanically polished specimens 
were subsequently polished electrolytically as fol
lows: Specimens were made the anodes in a bath 
containing 50 percent by volume of concentrated 
H 2S0 4 and 50 percent by volume of 75 percent 
H3P04 ; a current density of 250 amp/ft 2 was 
maintained for 5 minutes; the temperature was 
42° C. This reduced the diameters of the speci
m ens by 0.0004 to 0.0006 in. Details regarding 
the preparation of the fatigue specimens arc given 
in table 2. 

Fatigue tests wer e made in R. R. Moore type 
rotating beam fatigue testing machines operating 
at 1,800 or 3,600 revolutions per minute with 
stresses generally applied in increments of 1,000 

Endurance Limit of Chromium Plated Steel 
8-13576- 49--2 

Ib/in2. Generally, eight to ten specimens were 
required to obtain the endurance limit in anyone 
case. Specimens tha t had run 10,000,000 or 
more cycles without failure were considered to 
have been stressed at or below the endurance 
limit and were removed from the machines. 

2 . Electroplating of Specimens 

Specimens were plated at the National BUTeau 
of Standards by personnel of the Eleetrodeposition 
Section. The process prior to plating was as 
follows : Specimens were cleaned by scrubbing 
with fine pumice powder and rinsed thoroughly 
with water. The light oxide film that formed 
during the time required to assemble the speci
mens in the plating rack was removed by clipping 
for a few seconds in 20-percent hydrochloric acid 
solution. The specimens were again rinsed, 
placed in the chromium plating solution, and 
made anodic for 1 minute at the same current 
density used in plating. After the anodic tre$l,t
ment, full plating current was immediately 
applied. 

The plating electrolyte con tained 250 g/liter 
of Cr03 and 2.5 g/liteI' of H 2S0 4 . Specimens 
were plated at three different bath temperatures 
and current densities. A bath temperature of 
55° C and a current density of 350 amp/W were 
selected as one condition, because they were 
within the range (45° to 60° C. and 70 to 450 
amp/ft2) generally used in industrial chromium 
plating. A temperatme of 70° C and a current 
density of 1,000 amp/ft2 were employed for the 
second condition in order to ch eck certain r esults 
previously obtained in this investigation on 
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FIGURE 2. Relationship between the endurance limits and plate thicknesses of X4130 and 6130 steels. 

Data obtained on specimens plated at NBS are shown by curve A and points D and E . All other data were obtained on specimens plated at the NAF. 

specimens similarly plated at the Naval Aircraft 
Factory. A bath temperature of 85° C and a 
current density of 700 amp/ft2 were selected for 
the third condition , since chromium deposited in 
this way is supposed to be subject to less contrac
tion when heated than is chromium pl/tted under 
the other conditions, and it appeared advisable 
to determine the extent to which this factor might 
affect the endurance limit of the steeL 

In order to determine the effect of interrupted 
plating on the endurance limit, two sets of speci
mens were plated to the same final thickness; 
one set was plated continuously and the other by 
an interrupted operation. Plating was resumed 
following the interruption only after the employ
ment of the proper commercial technique for 
plating chromium on chromium; this involved a 
short reversal of the current and the gradual in
creasing of the current from a low value to the 
plating current. 
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No information was provided by the Naval 
Aircraft Factory as to the surface preparation, 
after the final machining and prior to plating, of 
fatigue specimens prepared at that agency_ The 
composition of the plating bath used by the Naval 
Aircraft Factory in plating of fatigue specimens 
was the same as that used at this Bureau and 
described above; specimen!" were stated to have 
been plated in a bath maintained at 55° C at a 
current density of 200 amp/f t,2 and at 70° C and 
1,000 ampJft2. 

3. Heat Treatment of Chromium-Plated Specimens 

Some specimens were heated in oil at about 
100° C, in boiling ethylene glycol at 193° C, 
or in N -butal phthalate at 297° C. Other speci
mens were heated to temperatures up to 200° C 
in an electrically heated laboratory oven, with 
forced air circulation, thermostat,ically controlled 
to ± 2° C . Temperatures of 300°, 350°,400°, and 
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440° C, controlled to ±3° C, were obtained with 
an electrically heated tempering furnace with 

I forcerl air circulation. 

IV. Results and Discussion 

1. Effect of Chromium Plating on the Endurance 
Limits of SAE X4130 and SAE 6130 Steels 

(a) Normalized X4130 Steel 

The results of fatigue tests on the normalized 
X4130 steel (heat A) are given in table 3 and shown 
graphically in figure 2. The decrease in the endur
ance limit of the normalized steel caused by chro
mium plating was generally small; the minimum 
endurance limit of any group of plated specimens 
was 75 percent of the endurance limit of the un
plated steel. This value was obtained on speci
mens plated to a thickness of 0.001 in. at a current 
density of 1,000 amp/W . Most sets of specimens 
had endurance limits ranging from 83 to 95.5 
percent of that of the unplated steel. Specimens 
plated in the bath at 55° C and a current density 
of 200 amp/ft2 had endurance limits equal to or 

greater than those plated at 70° C and 1,000 
amp/W . 

(b) Quenched and Tempered SAE X4130 Steel 

The results of fatigue tests on quenched and 
tempered SAE X4130 steel (lots A, B , and C), 
hardness approximately 40 Rockwell C, bare, and 
plated to various thicknesses under various plating 
conditions are given in table 3. Most of the data 
are also shown graphically in figure 2. The en
durance limits of the quenched and tempered 
steel specimens were reduced much more by chro
mium plating than were those of the normalized 
specimens (hardness, Rockwell 89- B). The maxi
mum endurance limits of specimens plated to a 
thickness of 0.008 to 0.010 inch at a bath tempera
tme of 55° C and tested as plated were 68 to 69 
percent of that of the unplated steel. Endurance 
limits of the specimens in general decreased with 
increased bath temperatw-es. Specimens plated 
at 70° C to the same thickness as those plated at 
55° C and discussed above had endw-ance limits 
40 to 48 percent of that of the unplated steel, and 

TABLE 3. Endurance limits of unplated and chromium-plated steels 

No,ninal plating thickness-

Steel 

o inch I 
I I I I I 

0.0001 inch 0.001 inch 0.004 inch 0.009 in ch Ground to 0.0l7 inch 0.009 inch 

PLATED AT 70° O- CURRENT DENSITY 1,000 AMP/FT ' 

Normalized X4130. Hardness, Rock· lb/in.' lb/in.' %' lb/in.' %' lb/in.' %' lb/in.' %' lb/in.' %' lb/in.' %' 
well89-B __ _ . __ ____ ._._ ... _ ... _ .. _ .. _ 44, 000 36, 500 83 33, 000 75 37, 000 84 40, 000 91 38,000 86 ---- -- ----

Q & T 6130. Hardness, Rockwell 33- C _ 83,000 48,000 58 47,000 57 51, 000 61 55, 000 66 55,000 66 ---- ------
Q & T X4130. Hardness, HockweIl39- C _ 93,000 59, eoo 63 61 ,000 66 50,000 I 54 45,000 48 58,000 62 ---- ------. 

PLATED AT 55° O- CURRENT DENSrry 200 AMP/FT ' 

Normalized X4130. Hardness, Rock-
wp,1I 89-B __ ______________ ____________ 44,000 37,000 84 41 , 000 93 42,000 95.5 40,000 91 45,000 102 ---- ---. 

I Q & '1'6130. Hardness, Rockwell 33- 0 __ 83,000 64, 000 77 65,000 78 60, 000 72 56,000 67 61 , 000 74 --_. ----
Q 3!0~0:~~~0: __ ~~~~_~~~~' __ ~_~~~~~~I~ _1 93,000 73, 000 79 69,000 74 67,000 62 49, 000 53 65,000 70 ---- --- -, 

PLATED AT 55° C- CURRENT DENS[TY 350 AMP/FT ' 

Q & T X4130. Hardness, Rockwell 
39- C to 40-0 ____ ____ _________________ 93,000 ---- ---- 66,000 71 -- -- -- -- 64,000 69 -- -- ---- 61,000 66 

PLATED AT 85° C- CURRENT DENSITY 700 AMP/FT , 

Q & T X4130. Hardness, Rockwell I 39-0 to 40- 0 ___ _______________________ 93.000 ---- -- -- ---- ---- ---- ---- 10,000 II 

I 
---- ---- ---- -- --

, Pel'centa~e of nnplated steel. 

Endurance Limit of Chromium Plated Steel 105 



those plated at 85° Conly 11 percent of that of 
the unplated steel. 

Endurance limits of specimens of the quenched 
and tempered steel , plated at the Naval Aircraft 
Factory (table 2) , generally decreased with in
creased plate thickness (fig. 2, curves B and C). 
There was no significant change in endurance 
limit with increased plate thickness for specimens 
plated at 55° C at the NBS (fig. 2, curve A). 
Plating at this Bureau in the bath at 55° C was at 
a current density of 350 amp/ft2 as compared to a 
current density of 200 amp/ft2 at that temperature 
at the Naval Aircraft Factory. Specimens plated 
by the Naval Aircraft Factory to a thickness of 
approximately 0.009 in. at 70° C, current density 
1,000 amp/ft2, had a 14-percent higher endurance 
limit than specimens plated under the same con
ditions at this Bureau. Curve C, fig . 2 repre
sents Naval Air craft Factory specimens, and 
point D, National Bureau of Standards specimens. 

There was no significant difference in the en
durance limits of two sets of specimens, both 
plated to the same final thickness under similar 
conditions, of which one was plated continuously 
and the other by an interrupted operation. 

(c) Quenched and Tempered SAE 6130 Steel 

The results of fatigue tests on the quenched and 
tempered SAE 6130 steel (hardness Rockwell 
33-C), bare and plated to various thicknesses at 
current densities of 1,000 and 200 amp/ft2, are 
given in table 3 and are shown graphically in 
figure 2. 

Endurance limits of specimens plated at 70° C 
increased as the plating thickness was increased 
above 0.001 in.; on the other hand, the endurance 
limits of specimens plated at 55° C decreased with 
increased plate thickness above that value. The 
endurance limits of specimens with G.009-in. thick 
plating were approximately the same for both sets 
of plating conditions and amounted to 66 to 67 
percent of that of the unplated steel. Specimens 
plated to thicknesses of 0.0001 and 0.001 in. had 
endurance limits of 77 to 78 and 57 to 58 percent 
of that of the unplated steel for bath temperatures 
of 55° and 70° C, respectively. 

The data obtained on th e ground and unground 
specimens having approximately the same final 
plate thickness (0.009 in.), in general , indicated 
that the ground specimens _had endurance limits 
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equal to or greater than those of the" as plated" 
specimens (table 3). 

2 . Effect of Heating on the Endurance Limit of 
Chromium-Plated X4130 Steel 

The results of fatigue tests on specimens of lo ts 
Band C of the SAE X4130 steel, chromium plated 
to thicknesses of 0.001 to 0.017 in. and subsequent
ly baked at temperatures ranging from 100° C to 
440° C, are given in tables 4, 5, and 6; some of the 
data are shown graphically in figures 3 and 4. 
The endurance limits of these specimens reached 
a minimum value for temperatures between 193° 
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t; 

100 

c 80 ... V 

, 

I 
~ 
oJ 
0-
Z 
::> 

~60 
!::: 

r- - - - -j:1.: -PLATED NOT BAKED - --I -----

~ 
::::; 
... 
u 
z 
: 40 
::> 
c 
z ... 

20 
o 100 

\, / 
x 

0 

200 300 400 500 
BAKING TEMPERATURE, °c 

FIGURE 3. Influence of baking temperatuTes on the endllr
ance limits of quenched and tempered X4130 steel speci
mens chromium plated at 55° C and a current density of 
350 amplft 2 to a thickness approximately 0.008 in. 
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FIGURE 4. Relationship between endurance limit and ratio 
of cross-sectional chromium-plated area to steel area for 
quenched and tempered SAE X 4130 steel specimens 
0.250 and 0.300 in. in diameter. 

X. As plated; O. plated and baked 1 hour at 4400 C. 
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TABLE 4. Endumnce pl'operties of SAE X 4130 steel 
specimens (hardness, approximately 40 0 scale) chromium 
plated and subsequently heated 

lJeat treatment E ndurance limit 
NOlll i l) a1 1-----;---------,---I-----,-~-

thick
ness of 
plating 'rem per· 

a ture Med ium 'l"ime lb/in .' 
Percent· 

age of 
unplated 

stee l 

LOT 0 STEEL, PLATING BATH TEMPERATURE 55° 0, 
OURREN T DENSITY 350 AMP/FT , 

in. ° C hr 
0. 0085 N one _____ _ . ______ 64 , 000 67 
.009 100 OiL ____ ___ ______ 56, 000 64 
.010 100 _____ do ______ ____ __ 12 < 48,000 < 55 
. 0095 193 Eth ylene glycoL_ 1 35, 000 40 
. 0105 193 _____ do ____ ________ 6 33, 000 37. 5 
. 0100 193 ___ __ do _____ _______ 100 33, 000 37. 5 
. 0105 193 AiL ____________ __ 24, 000 27 
. 0085 200 ___ __ do __________ __ 32, 000 34 
. 0087 296 Il utal phthaIAt e __ 35,000 40 
. 009 440 AiL ____________ __ 83, 000 87. 5 

LOT B ST E EL, PLATIN G BATH TEMPERATURE 70° 0 , 
OURRE N 'r DE NSI'l'Y 1,000 AMP/FT , 

. 008 Non e _____________ 45, 000 5 l 

.008 95.5 OiL _____________ 2-1 39, 000 44 

. 008 95. 5 l\ ir _______________ 24 35, 000 40 

. 008 200 _____ do ____________ 6 32, 000 36 

. 008 300 _____ d o ____________ 46, 000 52 

.008 350 _____ do ____________ 51, 000 58 

. 008 400 _____ do ____________ 55,000 63 

. 008 440 _____ d o ____________ 59,000 67 

Lo 'r 0 STEEL PLA'l'IN Q BA'l' JI 'l'EMPERA'r URE 70° 0 
OURRE N'r DE SITY 1,000 AMPfF T , ' 

.009 NOlle _____________ 40, 000 42 

.008 200 Air _______________ 25, 000 26 

. 008 300 _____ d o ____________ 28,000 28.5 

. 008 440 _____ do ____________ 47, 000 49.5 

LOT 0 STEEL, PLATINQ BATH T EMPERATURE 85° 0, 
OURRE Wr DE NS I'l'Y 700 AMP/F 'r , 

. 010 

. 010 

. 010 
193 
440 

No ne ____________ _ 

Ethylene glycoL _ 
AiL ______ ___ ____ _ 

10, 000 
13,000 
42,000 

11 
14.5 
46. 5 

and 300 0 C; at higher baking temperatures the 
endurance limits increased, and at temperature of 
400 0 and 4400 C exceeded those of the unbaked 
plated specimens. The endurance limit of one set 
of specimens heated in air for 1 hour at 1930 C 
waS"27 percent of that of the unplated steel (table 
4) . The endurance limit of specimens heated in 
ethylene glycol at 193 0 C was somewhat higher 
than that of specimens heated in air and was inde
pendent of the time specimens were held at the 
baking temperature. Specimens plated to a thick-

Endurance Limit of Chromium Plated Steel 

ne s of 0.002 in. and heated for 1 hour at 440 0 C 
had an endurance limit as high as 87}~ percent of 
that of the unplated steel compared to · 6 to 69 
percent fo), unbaked plated specimens. However, 
the endurance limi ts of Lhe plated specimens heat
ed 1 hOllr at 440 0 C decreased as the ratio of the 
cross-sectional area of chromium plating to steel 

TABLE 5. Ejj'ect of s pecimen diameter and plating thickness 
on the enduTance li mi t of quenched and tempered SAE 
X4130 steel, hardness Rockwell , .t,.O-O, lot C, chromium 
plated at a current density of 350 amplft " bath temper
ature 55° 0 

Ua tio of Bakin g t reat- P ercent-
N ominal cross- ment Eodur- age of 

Specimen plate sectional ance endurance 
diameter chrOluium limit of T hickness pla te to 1.'cmpcr. limit unplated 

steel area Time ature steel 
---------- --------- - - -

in. in . hr ° C. lb/in' P ercent 
0.25 to 0.30 ---- -- 0 ---- ---- -- 95. 000 100 

.30 0. 017 0. 24 ---- ----- - 63, 000 66 

.30 . 0085 . 116 ---- .----- 64 , 000 67 

.30 .001 . Ol< ---- ------ 66, 000 69 

. 25 .OlO5 . 22 ---- .----- 57, 000 60 

.25 . 005 .090 -_.- ------ 59.000 62 

.2.> .001 . 021 -_.- ------ 59, 000 62 

.30 .0085 . 116 2 200 3 1, 000 33 

. 30 . 0085 . 116 6 200 31, 000 33 

. 30 . 018 . 265 1 440 < 55, 000 < 58 

.25 .002 . ]22 I 440 83, 000 87. 5 

.25 .Oll . 184 I 440 6l, OOO 64 

.25 . 010 .1&1 1 440 67. 000 7I 

.25 . 009 . 157 2 440 SO, OOO 84 

.25 . 01 2 . 201 4 440 70, 000 74 

I 
. 25 . 005 . 082 1 440 SO, OOO 84 
. 25 .0015 .024 1 440 2, 000 86 

T A BLE 6. Effect of type of surface pre paTati on of the basis 
steel prior to plating, on the enduTance propel·ties of SAE 
X 4130 steel (lot 0) chromium plated to a thi ckness of 
0.(;08 to 0.009 1·n. at a current density of 1,000 amp/ft'. 

Type of sur face 
treatment I 

Mechanical , ________ _ 
Electrochemical , ___ _ 
M echanicaL ___ ___ _ __ 
E lectroehemicaL ___ _ 
M echanicaL ________ _ 
E lectrochemicaL ____ _ 
MrchaoicaL ________ _ 
ElectrochellJ icaL ____ _ 

Bat ll temperature 70° 0 

H eat treatm ent 

Time 

hI' 

6 

r£ emper
atme 

° C 

200 
200 
440 
440 

p crcent. ",o of 
endurance 

End urance limit of W'-
limit pla ted me-

lb/in.' 
95, 000 
87, 000 
40, 000 
24 , 000 
25, 000 
24 , 000 
47,000 
45, 000 

cha nically 
polished steel 

100 
92 
42 
25 
26.5 
25 
49. 5 
47. 5 

I All specimens were mechanically polished in a longitudinal direction with 
"400A" Aloxite papor. Subse<1uec.dy, s pecimens labeled HElectrochemical" 
were made anodes in H ,SQ.+H,PO. soluVon and were reduced about 0.0005 
in. in diameter by electrochemical means. 

2 Not plated. 

.. 
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increased, reaching va.lues less than for the unbaked 
steel for very thick plating. 

The endurance limit of specimens polished 
electrolytically prior to plating and tested without 
subseCI uent heating was lower than that of me
chanically polished specimens (table 6). However, 
the endurance limits of the plated and heated 
specimens were independent of the original 
surface preparation prior to plating. 

3. Discussion of Causes of Effects of Chromium 
Plating on Endurance Limits of Steels 

Three possible explanations for the fact that 
the endurance limits of the steels were reduced by 
the chromium plate have been proposed: The em
brittlement due to hydrogen; cracks in the chro
mium plate at which stress concentrations occur; 
and the presence of residual stresses in the chro
mium or steel or both as the result of the plating, 
It is of course recognized that these factors may 
be interrelated and possibly be manifestations of 
one another. 

It is well known that the plating efficiency for 
depositing chromium is low, approximately 15 to 
20 percent of the current being used to deposit 
chromium. Large quantiti es of hydrogen are 
produced at the cathode, and the chromium plate 
has been shown to contain as much as 128 volumes 
of hydrogen per volume of chromium [5, 6]. 
Theori es explaining the manner in which the 
cathodic hydrogen is held in the chromium [7] 
have been proposed but are not pertinent to the 
discussion at this point. Zapffe [8] has explained 
brittleness observed in bend tests on wire plated 
with chromium as due to hydrogen. Brenner, 
Burkhead, and J ennings [9] showed that approx
imately 95 percent of the hydrogen is removed by 
h eating chromium at 450° C. These facts suggest 
that the improvement in endurance limi t of 
specimens heated at 440° C is due to the expulsion 
of hydrogen. However, specimens heated at 
200° C had in some cases only 50 percent of the 
endurance limit of unheated specimens, whereas 
data given by Brenner and coworkers showed that 
approximately half of the hydrogen was removed 
from the chromium by heating at 200° C. It is 
difficult, therefore, to see how the results of the 
fatigue tests reported here can be attributed 
directly to hydrogen embrittlement. 

At a magnification of 250 diameters, the sur-
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faces of the electroplated chromium samples 
studied had a pebble-grained appearance. The 
specimens plated at 55° and 70° C also exhibited 
surface cracks having the appearance of grain 
boundaries (figs. 5 and 6) . The cracks were less 
numerous in the specimens plated at 70° C than 
for those plated at the lower temperature. No 
cracks were found on specimens plated at 85° C. 
M etallographic examinations of longitudinal sec
tions of the chromium-plated specimens at dis
tances of 0.01 in. or more from the fatigue fracture 
failed to reveal cracks penetrating through the 
chromium, or to reveal cracks extending any ap
preciable distance into the chromium from the 
outer surface. There were, however, numerous 
inclusions and voids in the chromium. 

Mehr, Oberg, and T eres [10] reported that, in 
general, the number of cracks in a given area in
creased as the chromium plate ,vas heated. Other 
observers [3] had noted that heating of the chro
mium plate at a temperature as low as 100° C 
tended to widen the cracks. The author found 
this crack-widening tendency to be more pro
nounced as the temperature of heating was 
increased (fig. 7). 

Bennett [11] has shown that notches reduce the 
endurance limit of normalized X4130 steel approx
imately 20 percent and that fine cracks reduce the 
endurance limit by more than 50 percent. The 
presence of cracks in the chromium plated at 55° 
and 70° C might explain the reduction in the en
durance limits of steel specimens plated at these 
temperatures. However, no cracks were found in 
chromium plated at 85° C, and specimens plated 
at this temperature had the lowest endurance limit 
of any specimens tested. Furthermore, prelim
inary results of an investigation, now in progress, 
indicate that fatigue damage in chromium-plated 
steel specimens starts below the surface of the 
chromium and does not appeal' to be associated 
with the surface cracks developed during the 
plating of the chromium. It must be concluded, 
therefore, that cracks in the chromium do not 
have the same effect on the endurance limit of 
specimens as cracks in the basis steel. 

It is well-established that residual stresses in a 
metal markedly influence its endurance limit. 
The increased endurance limits, obtained by the 
shot peening [12] of steel parts, are believed to be 
the result of residual compressive stresses in the 
surface of the metal. Conversely, residual ten-
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FIG URE 5. Surface of ch1'omium plated on steel at 70° C 
(current densi ty 1,000 amp/f t 2) . 

Areas bounded by sbarpl y defin ed cracks a re larger tban those in chromium 
plated at 550 C (sec fi g. 6). U netebed, x500 . 

FIGURE 6. Swface oj chromium plated on steel at 55° C 
(wrl'ent density 200 amp/jl 2). 

U netclled, x500. 

FIGURE 7. Cracks in chromium plated at 55° C (350 amp/It 2) ; unetched, x250. 
A, As plated; B, beated 1 hr at 1930 C; C, heated 1 hI' at 2960 C; D . heated 1 hl' at 4400 C. 
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F IGURE 8. Chromium-plated steel tubes_ 
A, Top view of tube showing "tongue;" Dr Or and D, side v iews of tubes 

showing deflections of " tongue." B, tube plated, heated at 2000 C and 
"tougue" subsequently cut ; 0, tube plated, "tongue" cut and tube subse· 
quently heated at 2000 C; D, tube plated, heated at 440 0 C and " tongue" 
cut. A ~16·in. ball bearing (indicated by arrow) is resting on the depressed 
"tongue" surfacc. 

sile stresses in the smface layers of the specimens 
are considered to lower the endurance limit of the 
material. Bume-Rothery [13] reported tensile 
stresses as high as 50,000 Ib jin. 2 in electrolytically 
deposited chromium. Brenner, Burkhead, and 
J ennings [9] reported that the residual tensile 
stresses in chromium plated to a thickness of 
8 X 10- 4 in. increased from approximately 15,000 
lbjin.2 for a bath temperature of 500 0 to over 
60,000 lb jin.2 for chromium plated from a bath at 
85 0 O. The endmance limit of specimens plated 
at 55 0 0 was higher than that of specimens plated 
at 700 0 and very much higher than that of speci
mens plated at 85 0 O. This is to be expected if the 
internal stress in the chromium plate increased 
with the temperature of the plating bath in ac
cordance with Brenner's findings . 

The formation of cracks in chromium plating is 
usually attributed to the rupture of the deposit as 
the result of high r esidual tensile stresses [9] . 
The presence of cracks in the chromium, therefore, 
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indicated at least partial relief of residual stresses. 
Specimens having the largest number of cracks 
per unit area, discussed above, would be expected 
to have the lowest residual stresses, and the resid
ual stresses would be greater as the cracks per unit 
area decreased (and as the plating temperature 
increased) . 

Hidnert [14] showed that an electrodeposited 
chromium specimen, on the first heating to 500 0 0, 
decreased in length and that during the cooling to 
room temperature it continued to decrease in 
length. The net decrease in length amounted 
to 1.1 percent. Hidnert's results showed an 
inflection in the heating curve at about 3000 0. 
Preliminary results of a current investigation by 
the author indicate that there is an inflection in 
the temperature-electrical resistivity curve at 
about this same temperature. Hidncrt did not 
give any data for specimens heated to 200 0 0 
and cooled to room temperature. In the present 
investigation, the densities of tubes of chromium 
were determined for each of the following con
ditions: "as deposited," after heating at 193 0 0 
(in boiling ethylene glycol) and after a second 
heating in helium at 440 0 O. The densities were 
6.95 gjcm 3 as plated, 7.01 gjcm 3 after heating 
at 193 0 0 , and 7.09 gjcm 3 after heating at 440 0 O. 
Brenner [9] indicated that changes in the volume 
of chromium on heating were isotropic. H ence, 
heating at 200 0 0 would tend to reduce the 
volume of the plated chromium. If the chromium 
was restrained from contracting, as for example 
by being plated on steel, r esidual tensile stresses 
would be set up in the chromium that might be 
expected to lower the endurance limit. That such 
stresses do exist in chromium plated on steel is 
shown in figme 8, Band O. Thin-walled steel 
tubes were annealed, pickled to remove scale, and 
chromium plated. Tube B, figure 8, was heated 
at 200 0 0 for 6 homs, and a "tongue" was sub
sequently cut in the tube. The deflection shown 
indicated that there had been residual tensile 
stresses in the chromium. The tongue was cut 
in tube 0 after plating and was deflected only a 
small amount. Heating at 2000 0, however, 
caused the chromium to contract in volume and 
produced the deflection shown. 

Heating of chromium at a temperature of 440 0 0 
produced , as indicated by the density data, more 
than twice the contraction obtained by heating 
at 193 0 O. It is suggested that if a chromium-
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plated steel specimen is heated to 440° C, the 
concurrent expansion of the steel and contraction 
of the cluomium stresses the chromium above its 
ultimate tensile strength at that temperature, 
consequently relieving the internal stresses at 
least in part. This is illustrated on figure 8, 
tube D, which was heated to 440 0 C for 1 hour, 
after plating, but prior to cutting of the tongue. 
In the figure, a ~{6-in. ball is resting on the free 
end of the tongue, which is depressed below the 
.surface of the tube. The tongue deflected so that 
the chromium was on its convex surface. This 
indicated that the chromium had been perma
nently elongated during the heat treatment due 
to expansion of the steel ; there had been either 
plastic flow or fractures in the chromium or both. 

On the basis of the foregoing discussion, it is 
postulated that the residual tensile stresses in 
eleetrodeposited chromium are a major factor in 
adversely affecting the endurance limits of steel 
upon which the ch:romium is plated. Heating at 
temperatmes of 1000 to 300° C tcnds to contract 
the chromium; the underlying steol resists this 
contraction, thus producing increased tensile 
stresse in the chromium and further reducing the 
endmance limit. Contraction of the clu'omium 
dming heating at 4000 and 440 0 C, coupled with 
the expansion of the steel at these tempcratmes, 
stressed the chromium beyond its ultimate tensile 
strength, produced permanent deformation, and 
hence relieved the stresses in the chr·omiull1. to 
some extent with resulting increases in endmance 
limits of the plated specimens so treatrd. 

V. Summary 

1. Chr'omium plating of SAE X4130 and 6130 
steels reduced the endmance limits of these 
materials, as determined in the rotating-beam 
type of test. 

2. The endurance limits of these steels plated 
under a given set of conditions generally decreased 
with increased hardness of t,he steel. For a steel 
of a given hardness (Rockwell 40-C), the re
ductions in endmance limit increased with in
creased plating bath temperatures. 

3. The endurance limits of specimens plated, 
and subsequently surface ground, were equal to or 
greater than those of unground specimens having 
the same final plating thickness. Interruption 

Endurance Limit of Chromium Plated Steel 

of the plating process did not affect the endurn,nce 
limit of the plated specimens, provided that proper 
precautions for plating chr'omium on cm'omium 
were taken before the plating was resumed. 

4. The endmance limits of spccimens heated 
after plating and tested at room temperatme 
reached a minimum value for a baking temperatme 
between 1900 and 300 0 C. Endmance limits of 
specimens heated for 1 hom at 440° C were 
significantly higher than those of the" as plated" 
steel. 

5. R eduction of the endurance limits of steel 
by clu-omium plating is believed to be due, in 
part at least, to resid ual tensile stresses in the 
chr·omium. Heating of clu'omium increased its 
density and hence decreased its volume. It is 
postulated that heating at low temperatures in
creased the residual tensile stresses in the clu'omi
urn; at sufficiently high temperatures, the con
CUlTent contraction of the chromium and ex
pansion of the steel stressed the cm'omium above 
its ultimate tensile strength, thus relieving some 
of the residual tensile stresses in the cm'omium 
and increasing the endurance limi t of the plated 
speCImens. 
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